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TEST REPORT NUMBER : TURT1900 33717  DATE:  26 February, 2019 
   

APPLICANT:  Mesa Oto Elektrik San.Tic.Ltd. Şti.  
   
ADDRESS: O.S.B.Pik Dök.San.Sit. A6 Blok No:13-15 Ba şakşehir/ İstanbul 

Tel: 0212 485 20 30  Fax: 0212 485 20 32 
 Attention: Muhammet Ya ğcı (kalite@mesaotoelektrik.com.tr)  
  
SAMPLE DESCRIPTION : SEE ATTACHMENT 

   
DATE IN :  21 February, 2019 (11:52) 
   
DATE OUT :  26 February, 2019 
   
REQUEST : RoHS Test was performed according to 2015/863/EU  Directive. 
   
RESULTS : SEE ATTACHMENT 
   
CONCLUSION : SEE ATTACHMENT 
   

    
“ThIs report (IncludIng any enclosures and attachme nts) are prepared for the exclusIve use of the Cust omer(s) named In the report and solely 
for the purpose for whIch It Is provIded and on the  basIs of InstructIons and InformatIon and/or mater Ials supplIed by Intertek’s Customer. 
The test results relate only to the specIfIc Items tested and are not Intended to be a recommendatIon for any partIcular course of actIon. 
Customer Is responsIble for actIng as It sees fIt o n the basIs of such results. Unless Intertek provId e express prIor wrItten consent, no 
part of thIs report should be reproduced, dIstrIbut ed or communIcated to any thIrd party. Intertek do not accept any lIabIlIty If thIs report 
Is used for an alternatIve purpose from whIch It Is  Intended, nor do Intertek owe any duty of care to any thIrd party In respect of thIs 
report. Except where explIcItly agreed In wrItIng, all work and servIces performed Is governed by Inte rtek Standard Terms and CondItIons of 
ServIce whIch Is avaIlable on request or can be obt aIned at http://www .Intertek.com/terms.” 
  

“The reported uncertaInIty Is based on a standard u ncertaInIty multIplIed by a coverage factor k=2, pr ovIdIng a level of confIdence of 
approxImately 95%. The uncertaInIty evaluatIon has been carrIed out In accordance wIth ISO/IEC 17025 a nd TÜRKAK accredItatIon requIrements. 
Unless otherwIse Is specIfIed, all Pass or FaIl res ults are gIven wIthout uncertaInIty consIdered. Whe n uncertaInIty Is taken Into account, 
the result may be borderlIne. BorderlIne results ne ed to be re-tested to determIne theIr dIsposItIon u p to customer’s decIsIon. OpInIons and 
InterpretatIons expressed hereIn are outsIde the sc ope of TÜRKAK accredItatIon. Tests marked (*) In th Is test report are not Included In the 
TÜRKAK accredItatIon schedule for thIs laboratory.”  
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PARTS DESCRIPTION CONCLUSION 
 Sample  

1 TD 2100 RP Terminal PASS 
2 TD 2100 RPK Terminal PASS 
3 TD 2100 RÇN Terminal PASS 
4 TB 2200 RP Terminal PASS 
5 TB 2200 RPK Terminal PASS 
6 TB 2200 RÇN Terminal PASS 
7 TE 2300 RP Terminal PASS 
8 TE 2300 RPK Terminal PASS 
9 TŞ 2400 RP Terminal PASS 

10 TŞ 2400 RPK Terminal PASS 
11 TŞ 2400 RÇN Terminal PASS 
12 TÇ 2500 RP Terminal PASS 
13 TÇ 2500 RPK Terminal PASS 
14 TŞB 2250 DP Terminal PASS 
15 TYD 2600 RP Terminal PASS 
16 TYD 2600 RPK Terminal PASS 
17 TYE 2700 RP Terminal PASS 
18 TYE 2700 RPK Terminal PASS 
19 TK 2800 RP Terminal PASS 
20 TK 2800 RPK Terminal PASS 
21 TK 2800 RÇN Terminal PASS 
22 TEK 2850 RP Terminal PASS 
23 TEK 2850 RPK Terminal PASS 
24 TBA 2900 DB Terminal PASS 
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   (A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  
 

 

TESTING ITEM  RESULT  

 Sample 
 1 2 3 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content ND 27 ppm ND  
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 

  



 
 Page 4 of 15 
 

 
REPORT :TURT190033717 26 February, 2019 
  

 

 
Intertek Test Hizmetleri A.S. 

Merkez Mahallesi Sanayi Cad. No.23 Altindag Plaza Yenibosna  34197 - ISTANBUL / TURKEY 
Phone : +90.212. 496 46 46 Fax: +90.212. 452 80 55 

e-mail : intertekcg.turkiye@intertek.com 
www.intertek-turkey.com 

    
   (A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  
 

 

TESTING ITEM  RESULT  

 Sample 
 4 5 6 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content ND 36 ppm  ND 
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 
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   (A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  
 

 

TESTING ITEM  RESULT  

 Sample 
 7 8 9 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content ND 40 ppm ND  
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 
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   (A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  
 

 

TESTING ITEM  RESULT  

 Sample 
 10 11 12 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content 36 ppm  ND 28 ppm  
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 
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   (A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  
 

 

TESTING ITEM  RESULT  

 Sample 
 13 14 15 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content 35 ppm  ND ND 
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 
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(A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  

 
 

TESTING ITEM  RESULT  

 Sample 
 16 17 18 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content ND ND ND 
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 
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(A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  

 
 

TESTING ITEM  RESULT  

 Sample 
 19 20 21 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content ND ND ND 
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 
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(A)TEST RESULT SUMMARY ACCORDING TO IEC 62321  

 
 

TESTING ITEM  RESULT  

 Sample 
 22 23 24 

Cadmium (Cd) Content ND ND ND 

Chromium VI (Cr+6) Content  (ppm) (for non metal) N A NA NA 
Chromium VI (Cr+6) Content  (µg/cm²) (for metal) ND  ND ND 
Lead (Pb) Content ND 27 ppm  ND 
Mercury (Hg) Content ND ND ND 
Flame Retardants    
Polybrominated Biphenyls (PBB) NA NA NA 
Monobromobiphenyl (MonoBB) NA NA NA 
Dibromobiphenyl (DiBB) NA NA NA 
Tribromobiphenyl (TriBB) NA NA NA 
Tetrabromobiphenyl (TetraBB) NA NA NA 
Pentabromobiphenyl (PentaBB) NA NA NA 
Hexabromobiphenyl (HexaBB) NA NA NA 
Heptabromobiphenyl (HeptaBB) NA NA NA 
Octabromobiphenyl (OctaBB) NA NA NA 
Nonabromobiphenyl (NonaBB) NA NA NA 
Decabromobiphenyl (DecaBB) NA NA NA 
Polybrominated Diphenyl Ethers (PBDE) NA NA NA 
Monobromodiphenyl Ether (MonoBDE) NA NA NA 
Dibromodiphenyl Ether (DiBDE) NA NA NA 
Tribromodiphenyl Ether (TriBDE) NA NA NA 
Tetrabromodiphenyl Ether (TetraBDE) NA NA NA 
Pentabromodiphenyl Ether (PentaBDE) NA NA NA 
Hexabromodiphenyl Ether (HexaBDE) NA NA NA 
Heptabromodiphenyl Ether (HeptaBDE) NA NA NA 
Octabromodiphenyl Ether (OctaBDE) NA NA NA 
Nonabromodiphenyl Ether (NonaBDE) NA NA NA 
Decabromodiphenyl Ether (DecaBDE) NA NA NA 
Phthalates    
Dibutyl Phthalate (DBP) NA NA NA 
Diethyl Hexyl Phthalate (DEHP) NA NA NA 
Benzyl Butyl Phthalate (BBP) NA NA NA 
Diisobutyl Phthalate (DIBP) NA NA NA 

 
Remarks : ppm=Parts per million based on dry weight  of sample 
 µg/cm²=Microgram per square centimetre 
 mg/kg with 50 cm²=Milligram per kilogram with 50 s quare centimetre 
 ND =Not detected NA =Not applicable NR =Not reques ted  
Estimated Total Uncertanity = ((Heavy Metal: ±7% , PBB/PBDE: ±6%, Phthalates: ±6%)) 

              
*************************************************** ********************** 
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(B)  REQUIREMENT:  
 

SUBSTANCE LIMITS 
CadmIum (Cd)Content 0.01 % (100 ppm) 

ChromIum VI (Cr+6)Content(ppm)(for non metal) 0.1 %  (1000 ppm) 

ChromIum VI (Cr+6)Content(µg/cm²)for metal) 

ColorImetrIc 
result 

QualItatIve 
Result 

< 0.10 µg/cm² NegatIve 
≥ 0.10 µg/cm² and ≤ 0.13 µg/cm² InconclusIve 
> 0.13 µg/cm² PosItIve 

 

Lead (Pb) Content 0.1 % (1000 ppm) 

Mercury (Hg) Content 0.1 % (1000 ppm) 

Flame Retardants 0.1 % (1000 ppm) 

DIbutyl Phthalate (DBP) 0.1 % (1000 ppm) 

DIethyl Hexyl Phthalate (DEHP) 0.1 % (1000 ppm) 

Benzyl Butyl Phthalate (BBP) 0.1 % (1000 ppm) 

DIIsobutyl Phthalate (DIBP) 0.1 % (1000 ppm) 

 
 
(C) TEST METHOD : 
 
TestIng Item TestIng Method ReportIng LImIt 

CadmIum (Cd)Content WIth reference to IEC 62321- 
5:2013.by mIcrowave or acId 
dIgestIon and determIned by ICP-OES 

PlastIc : 2.5 ppm. 
Metal : 5 ppm. 
SeramIc : 1.25 ppm 

Lead (Pb)Content WIth reference to IEC 62321- 
5:2013.by mIcrowave or acId 
dIgestIon and determIned by ICP-OES 

PlastIc : 5 ppm. 
Metal : 10 ppm. 
SeramIc : 2.5 ppm 

Mercury (Hg)Content WIth reference to IEC 62321- 
4:2017.by mIcrowave or acId 
dIgestIon and determIned by ICP-OES 

PlastIc : 5 ppm. 
Metal : 10 ppm. 
SeramIc : 2.5 ppm 

ChromIum VI (Cr6+) 
(For non-metal) 

WIth reference to IEC 62321-7- 
2:2017.by alkalIne dIgestIon and 
determIned by UV-VIS 
spectrophotometer 

PlastIc : 25 ppm  (PVC 
based) /8.33 ppm 
(other). SeramIc : 8.33 
ppm 

ChromIum VI (Cr6+) 
(For metal) 

WIth reference to IEC 62321-7- 
1:2015 .by boIlIng water extractIon 
and determIned by  UV-VIS 
spectrophotometer 

0.1 mg/kg wIth 50 cm² 
(IN TESTING SOLUTION) 

PBBs/PBDEs WIth reference to IEC 62321- 
6:2015.by solvent extractIon and 
determIned by GC/MS and HPLC 

5 ppm 

Phthalates  
WIth reference to IEC 62321-8 
(111/321/CD). by solvent extractIon 
and determIned by GC-MS. 

50 ppm 
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Sample  1 Sample  2 

  
  

Sample  3 Sample 4  

  
  

Sample 5  Sample  6 
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Sample 7 Sample 8 

  
  

Sample 9 Sample 10  

  
  

Sample  11 Sample  12 
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Sample 13  Sample 14  

  
  

Sample 15  Sample 16  

  
  

Sample  17 Sample  18 
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Sample 19 Sample 20  

  
  

Sample 21 Sample 22  

  
  

Sample  23 Sample  24 

  
  

 
 

## END OF TEST REPORT ##  
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